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PERFORMANCE OF INCONEL 550 TURBINE BLADES IN A TURBOJET 

By C. A .  Gyorgak, J. R. Johnston, and J. W. Weeton 

An investigation was conducted to determFne  the  effects  of  forging 
at 1950° and 2150° F as well as the  effects  of  several  heat  treatments 
upon  the  performance  of  Inconel 550 in a turbojet  engine.  The  turbine 
blades were  operated at a nominal temperature of 1500° F and a centrif- 
The  engine was operated in a cyclic  manner for 15 minutes at  rated 
and 5 minutes  at  idle  speed. 

* 

I ugal stress within the critical  zone of the  blade  airfoil of 19,200 psi. 

a 

The  engine  lives  of the best-performing group of  blades m i e d  *om 
450 to 857 hours,  whereas  lives of Air Force  stock 5-816 blades used as 
8 standard  ranged f r c r m  204 to 599 hours. 

Differences i n  engine  performance of the  various groups of Inconel 
550 turbine  blades  could  not  be  associated  with  consistent  differences 
in  microstructure  or  grain  aize.  The  best-performing  group of blades 
had  larger  grains  than  the  other  groups of blades  and a wider  range of 
grain  sizes,  even  though  fatigue  was  associated with the  failures. 

Inconel 550 is a potential  turbine-blade material having a l o w  
strategic-element  content  relative  to  the  extensively  used  blade alloy 
5-816. Essentially, kconel  550 is a modification  of  precipitatfan- 
hazdening Inconel X in that  the aluminum is increased f r o m  0.7 to 1.2 
percent (ref. I>. The published  stress-nqture  properties of Inconel 
550 are  appro-tely  equivalent  to  the values shown in  the upper par- 
tion of the  scatter band for Inconel X (ref. 2). 
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The investigation reported herein was conducted a t   the  NhczA Lewis 
laboratory t o  determine the effects upon blade performance of (I) blade 
forging temperatures of I95Oo and 2150° F and (2)  several heat treat-  
ments. It was also desired to  correlate blade performance with the ex- 
pected  difference in  graiqsize  associated n l th  varying forging temper- 
ature and heat  treatment. 

Blade  performance was determined i n  an engine under cyclic  operat- 
ing condftions. The stress-rup- lives of specimens cut from blade 
a i r f o i l s  were determined at a temperature of E0Oo F under stresses of 
20,000, 25,000, o r  30,000 ps i  and were compared with data obtained *an 
bar  stock of the same h a t .  

&tallurgical studies were made of blades in the as-heat-treated 
and i n  the engine-crperated conditions. An attempt was made t o  relate 
microstructure, &;rain size, and hardness t o  blade performance. 

Turbine Blades 

The chemical camposition of the blades  studied (ref. 2 )  is  as 
follows : 

C 

aBy difference. 

&72.65 1.03 2.15 1.16 14.97 0.03 0.28[0.007 6.59 0.73 0.05 
N i  CbandTa T i  Al C r  C!u Si I S Fe 

The blades were precision  forged *can a single heat of alloy. Forging 
temperatures and heat treatments  are l i s ted  in  table I. Seven blades 
of each Inconel 550 group (table I) and eight S-816 blades selected 
f'rm stock as standards of canparison were chosen by randorn numbers for 
evaluation i n  the engine and inserted randomly i n  a wheel. A l l  blades 
used in this investigation passed both X-ray and zyglo Inspection 
specifications. 

The 50 blades  selected for  engfne tes t s  were run t o  failure in a 
533-9 engine  under cyclic  conditions. Cycles were of 20-minute dura- 
tion and consisted of 15 minutqs a t  the rated speed of 11,500 rprm and 
approximately 5 minutes a t  an idle speed of 4000 rpm. 
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w i n e  operation WBS interrupted to obtain data on blade elonga- 
tion,  to  check  blades  for  cracks, to replace  failed  blades,  to  averhaul 
the  engine  wben  neces-, and at the  end of each 8-hour  workday. 

Stress and temperature  distribution in turbine  blades  during  engine 
operation. - The cross sections of two  as-received  Inconel 550 blades 
were  measured with an optical canparator to permit calculation of the 
centrifugal-stress  distribution along the blade length (ref. 3). 

Blade tqeratures during  rated  speed  were  measured on four ther- 
mocoupled S-816 blades placed at 90° intervals  around  the wheel. Tem- 
peratures  were  recorded by an electronic  potentimeter. 

Figure 1 shows the results of a temperature  survey made during  the 
initial stages of engine  operation.  The three temperature p o h t s  a0 not 
in themselves  completely  define  the  curve;  however, t h i s  curve has been 
dram to correspond  to  the  shape of curves  obtained from previous tem- 
perature  surveys in this engine. 

The  stress-rupture  life of the a l l o y  corresponding to the cmdi- 
tions of centrifugal  stress and teqerature  at  different  sections of 
the  airfoil I s  also shown in figure 1. These  curves were constructed 
using data for  blade  airfoil  epecimens  {table 111 and  manufacturer's 
data.  Several  different  extrapolation  procedures were used. m e  re- 
sults obtained for  the minimum stress-rupture life were very similar 
because  this  extrapolation was limited to small differences in stress 

' a n d  temperature. If the ailures result solely from the most severe 
combination of stress and temperature, blades would be  ellpected  to 
fail in a "critical  zone" with operating lives appro" equal to 
the minimums of the stress-rupture-life curves. 

Blade-elongation measurements. - Two blades of each  group wzre 
scribed  at  1/2-inch intervals, as shown in figure 2. Elongation m e a s -  
urements were made at  appro-tely  LO-hour  intervals  for the first 50 
hours of test  time  and  at  approxbately 35-hour Fntervals for  the  re- 
mainder of the  test  life.  The  elongation of each scribed  segment was 
measured with an optical extensmeter  having a sensitivity of 0.001 
inch. Accuracy of the  elongation  measurements fs, however,  influenced 
by  the de-= of blade distortion and warpage. 

Macroexamination of blades. - Two blades from group 4 and  six 
blades from each of the other graup~ were  macroetched in a solution 
of 80 percent  hydrochloric  acid and 20 percent hydrogen peroxide  to 
reveal  grain  size and f l o w  lines.  These blades were also used for 
macro- and  microstudies and stress-rupture  tests. 
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The  blades,  which  were v isua l ly  inspected  before  being  placed  in 
the  engine,  were also fnspected for cracks  at  intervals  throughout  the 
engine-operation  phase of the  investigation. 

A blade wa6 considered  to have failed  either  when  actual  fracture 
occurred  or  when  cracks in the  airfoil  made  it  apparent  that  failure 
was imminent.  Failed  blades  were  examined  at low magnification  to  de- 
termine  the  type of failure. In additlon,  macrbetching was employed  to 
reveal  grain  size and to  differentiate  between  intercrystalline  and 
transcrystalline  cracking.  Failures may be  classified  in  the  following 
manner : 

(I) Stress-rupture - Blade  failure  occurred  by  crackfng  within  the 
a i r f o i l  or  by  fracturing  in an irregular,  jagged,  intercrystaLlFne  path. 
Other similar cracks  sometimes  occurred  near  the  origin of the main 
fracture . 

(2) Fatigue - cracks progressed *can nucleation  sites, usually at 
or  near the leading or  trailing  edges,  in straight paths, which fre- 
quently  were smooth; they  often  showed  progression  linee  or  concentric 
rings  and  appeared to be transcrystalline. 

(3) Stress-rupture followed by fatigue - Blade  failures  appeared 
to  be  caused  by a combination of the two preceding  mechanisms.  The 1* 
fYacture  surface  conaisted of a small area having  characteristics of 
skress-rupture  and a larger area with  fatigue  characterbtics. A fur- 
ther  criterion was the  appearance of secondary  stress-rupture cracks 
near  the  nucleation  site of the  main crack. 

[4) Damage - B l a d e s  showing nicks or dents  in  the airfoil which 
might  possibly  initiate  fracture were not  cansidered in the  analysis 
of  the  data,  since  they  do  not  yield a true  indication of material 
properties. 

A basic  difficulty in *fining the  failure  mechanism *am the ap- 
pearance of the  fracture  surface  alone  is  that  the  effect  of supim-  
posed  fatigue  damage  is not always  evident. In reference. 4, for exam- 
ple,  the  high-temperature  life was determined  for  specimens  subjected 
to  vfbratory loads superingosed T o n  constant loads. In many cases the 
fracture  surface  of  the spechens showed no evidence of fatigue  damage, 
although  reduction  in  life was caused by the  superimposed  vlbratary 
loads. 
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Metallographic  Examination 

5 

Heat-treated  blades. - Two blades of each group were sectioned ap- 
promtely inches  above the base after heat treatment for metallo- 
graphic  examination. 

16 

Failed  blades. - First and last  failed  blades of each group were 
sectioned  to  include the failure origin. The reported metallographic 
examinations for microstructure and grain size were made on these lan- 
g i t u a u  (spanwise)  sections. 

Hardness Determinations 

Four hardness  readings were made on the metallographic specfmena 
of the  heat-treated blades. Hardness values for failed blades were 
made on cross sections  approximately 1/4 Fnch below  the  failure origin. 

Stress-Rupture Tests 

Stress-rupture specimens were machined fra the  airfoil  as shown 
in  figure 3. Specimens of each group were  tested a t  stress  levels of 
2O,OOO, 25,000, Ebnd 30,000 psi  at E0Oo F. 

.. The data obtainea from these  tests were ccmgared with  the engfne 
life  of  the Uoy and the  stress-rupture  life of bar-stock specimens 
given  the same heat  treatment  as the blades of group 1. 

B l a d e  Performance 

The  engine lives for the  different g m q s  of blades are shown fn 
figure 4 and are listed in table III. The  best  performance wa6 obtained 
from blades of group 1 forged at 2EO0 F, solution  treated at 2156 F, 
aged at 1600' and 1350° F. The Ufe of this group was about double that 
of standard S-816 - 

Blade  performances of groups 4 to 6 were about equal and were  about 
1.6 times  the  life of the standard 5-816 group. 

4 B l a d e  perfomances  of  groups 2 and 3 were essentiaUy equal to the 
performance of stankd S-816. 

4 
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Time t o  f'irst f'ailure for a l l  the Iaconel 550 alloy groups was 
greater  than that for S-816 blades, with the exception of the blades of 4 

group 2, which had a f i rs t - fa i lure  time almost equivalent t o  that of the 
S-816 blades. 

Blade Elongation During Engine Operation 

Elongation  of  Inconel 550 and S-816 blades is shown in  figure 5 
as  a function of operating t b e .  The to t a l  measured elongations of 
Inconel 550 blades were essentially the same fo r  each heat-treated 
group and less  than 0.3 percent in  the zone of greatest creep  posi- 
t ions 2 and 3, 5. t o  3 in., respectively, above the base). The elm- 
gation of s-816 blades in the same  zone was as high a8 9 percent. Elon- 
gation of the lnconel 550 in  sections above and below the zone of great- 
es t  creep was too small t o  determine. 

1 1 ( 
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Microstructure of As-Heat-Weated B l a d e s  

In precipitation-hardening a l l o y s ,  the amount of precipftate within 
the  matrix of the alloy usually depends  upon the  heat  treatment. Eow- 
ever, in  the blades of Inconel 550, the  quantity of general  precipita- L 

tion  (visible after etching) appeared t o  be the same for all heat treat- 
ments used i n  this investigation. Furthermore, the var is t ions i n  matrix 
precipitation were as great from section t o  section within single blades 
as variations f r o m  me group of  blades t o  another. !be microstructure 
shown in  f igme 6 may be considered typical of the majority o f  bladee. 
Other types of microstructure can be seen in  figure 7. Figure 7(a) 
shows a lamellar precipitate, which occurred i n  the leading and traiung 
edges of a few blades of each group. 

. . .. 

- 

Also, at  the  leading and trailing edges of blades fkam &Xi groups, 
various degrees of slip-plane  precipitation were noted (Mg. 7(b] 1 . 
These precipitations at the blade edges indicate that cold-workhg oc- 
curred  during  forging. 

Depletion zones not connected with surface phenomena occurred along 
a few grain boundariqs in a majority of the Inconel 550 groups. The 
largest zone detected is shown in  figure 7 1 ~ ) .  

The photomicrograph of figure 7[d) shows an example of a thick seg- 
regation of precipitates in  a grain boundary. The greatest  guantfty of 
this type of grain-boundary precipitate that was noted i n  the  different 
groups of  alloys is  shown i n  figure 7(e). 

A 

Y 
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4 
Grain Size 

- Photographs of macroetched blades are shown i n  figure 8. Where no 
variation  in  grain  size was noted  trithFn a blade group, only me  blade 
was photographed;  however, Acre a variation existed, extreme differ- 
ences are shown. 

Generally, regions near the base and the  central longi tuktml sec- 
t i ons  contained  the  largest grains. In same cases, large grains also 
appeared i n  the leading and trailln@; edges. 

The largest grains and the  greatest sca-tter €n grain  size on a mc- 
robasis were noted i n  the best-performing group of blades (grozrp 11, 
which was expected t o  contain uniform, medium-sized mns. 

The group of blades that was expected t o  containthe  largest  
grains, group 6, had a mixed grain size, but the range in size was 
considered t o  be less than that occurrfng i n  group 1. The remaining 
four groups  had approximately uniform and "fine" grabs. 

Grain-size measurements made on moss sections 22 inches frm the 16 
blade base are shown in table N and figure 9. B o t h  coarse and very 
fine grains w e r e  observed in -st all. the specimens. These sections 

f o i l .  Therefore, the macroetchedbhdes axe considered t o  give a better 
indication of relative  grain  sizes. 

4 are not necessarily  representative of the grain  sizes of the entire air- 

Metallurgical  Studies of Failed Blades 

O f  the  six groups tested, all f i rs t  failures occurred by fatigue, 
five of them occurring i n  the leading edge approximately 3 inches above 
the base and the other miginating i g  the  trail ing edge, also approxi- 
mately 3 inches above the hse.  The last failures occurred as follaws: 
two by fatigue, one by stress  rupture followed by fatigue, and three by 
stress  rupture.  Failures f'rm fatigue and from stress rupture followed 
by fatigue  originated in   the leading edge, high i n  the airfoil, wbile 
the  stress-rupture  failures  criginated away frm the  leading o r  t ra i l ing 
edge of the blade and occurred  within  the critical zone. 

Photomicrographs of failure o r i g b s  of first and Last blade fail- 
ures  for each group are shown in f i g u e  10. No def'inite microstructural 
dffferences were noted between first and l a e t  failures even though the 
difference i n   l i f e  was as great as 469 hours. The only definite  dlffer- 

that the  operated blades etched more rapidly. All specimens examined 
had depletion zones  and showed  some oxide penetration of the g a i n  

a ence between the microstructures of heat-treated and operated  blades was. 

- 
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s 
boundaries.  Failures  appeared  to hitiate at oxi* penetrations  and  re- 
crystallization  occurred  in  the  surface  grains  of some blades. A ty-pi- 
cal  microstructure of operated  blades  is  shown in figure 11. - * 

Stress-Rupture  Tests 

The stress-rupture  lives  of.specimens  cut frm blade  airfoils  axe 
given in table 11. These  values  are  also  plotted  in  figure 12 along 
with  the  stress-rupture  strength of bar stock given the  same  heat  treat- 
ment as group 1. Blade-life  values  of  the  .afferent . . g " s  are  also -. 3 
plotted  in  figure 12 at  stress levels corresponding  to  the  centrifugal 
stresses  at  the  failure  origins in the  blade  airfoils. Reasons for 
plotting i~ this  manner will be  discussed  later. 

CJ 

The  average  stress-rupture  life  at 1500° F and 20,000 psi (table 
11) of  groups land 4 is 740 hours  and  is  approximately  equivalent  to 
that of bar  stock given the  same  heat  treatment  as  group 1. The  aver- 
age  stress-rupture  life  at 150O0 F and 20,000 p s i  of each of the  other 
four  groups (2, 3, 5, and 6 1 was practically  the same and  approx-tely 
250 hours less  than  the  bar-stock  life  or  lives of groups 1 and 4. 

Hardness - . .  . - 

.r 

The Rockwell hardness  values of heat-treated and of failed  blades 
are shown in table V. It should be again mentioned that the hardness 
readings on the  failed  blades  were  made 1/4 lnch below the  fracture 
edges  and  that  these  readings may not  have  been  typical of the  entire 
blade. 

Hardness of  heat-treated  blades was lowest  (Rockwell C-22) for 
blades of group 6, which were solution  treated  the  longest  time  at  the 
highest  temperature (4 hr at 2150° F). The  hfghest  hardness (Roclrwell 
C-33) was obtained on blades  solution  treated  at 1950' or 2100' F 
(groups 2, 3, and 5). The blades having best  engine  life  {group 1, 
solution  treated for 1 hr at 2150° F) had a hardness of Rockwel l  C-31. 
The blades  of  group"4  that were forged  at 1950° F but given the  same 
heat  treatment as group 1 had an intermeaiate hardness of Rockwell C-29, 

All groups lost from 5 to 12 Rockwell' C- units of hardness during 
engine  operation with the  exception of group 6 (Initially  the  softest), 
which  increased in hardness by 5 R o c k w e l l  C- unita. 
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B L A D E - F W  "4IW 
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In addition to centrim1 stress,  factors such as  vibratory 
stresses,  thermal  shock,  and  corrosion may influence  blade  failure. The 
usual method  of  determining wbich of  these  factors  ie  most  important in 
causing  blade  failure  is  by  examination  of  the  characteristics of the 
fracture  surface.  Often,  however,  appeazance alone does not  reveal  the 
primary  cause of f'ailure.  For  example,  in  elevated-teqerature  tensile 
fatigue  tests  (ref. 41, it was found that even though vibratory  stresses 
superimposed on a m e a n  load reduced  the  life of the material, fW,igue 
characteristics  were  not & h a y s  observed on the  fractured  surfaces-  Ad- 
ditional  information  is  needed,  therefore, if the  failure mecha~Lsm is 
to be  defined with some  degree of certainty. 

In addition  to  the  appearance of fractured  surfaces,  the  following 
factors  were  taken into consideration: 

(1) A comparison  of the life  of  the  blades in the  engine  with  the 
predicted  life  based on stress-rupture  considerations only (fig.  l(b) 1. 
Factors  other than stress-rupture (e.g., vibratory  stress a d  thermal. 
shock)  generally would tend  to  reduce  the  life below that  predicted. 

(2) A comparison of the location of actual  blade  fracture w i t h  the 
.) location  predicted for stress-rupture  Aracture.  The  predicted  location 

c blade  airfoil {fig. 11, and {b) by a determination of the  zone along the 

for  stress-rupture mcture was defined in two ways: fa] by a consider- 
ation of the  centrifugal-stress  and  temperature  distribution along the 

a i r f o i l  &ere maximum creep  occurred during operation of the  engine. 
Ekactures  occurring SCXCE distance from the  goint or zone predicted  for 
stress-rupture  failure would again  indicate  that  factors other than 
stress-rupture  contributed.  to  the  failure mechanim. 

The minlrmrms of the  curves of figure l(b) define  the  best  possible 
lives  that  could  be  expected from the  different groups of blades ead 
also locate a point are fracture by stress rtrpture should  occur.  This 
point  is  about 2- inches f'rm the  base of the  airfoil. The curyes do 
not  express  the  true  scatter  of  the data but  represent  the  average  data. 
Thus the midmums could  perhaps  more  correctly  be  represented by a scat- 
ter  band  or  zone. The mall sampling of data does  not,  however, seem to 
warrant  the  drawing of such a zone. 

1 
8 

A more  direct  method  of determining a zone of expected stress- 
rupture,failures is to  locate  the  region in the  blades  that  exhibits 

exhibited so little  elongation  that  creep  measurements  could  not be 
used  to  define  the  "critical  zone."  However,  the S-816 blades  used 
as a standard for  camparison may be used for  this  purpose  since  they 

1 maxFrmmr creep  during  operation of' the  engine.  The  Inconel 550 blades 

d 
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exhibited 

figure 5 ,  

above  the 

considerable  elongation  during  operathm. It may be  seen in 
that the  elongation  of the S-816 fn the zone 12 to 22 inches 
blade  root was approximately  twice that occurring in the gage 

1 1 

lengths  either  above  or  below  this zone. It  should  be  noted  that  the 
critical  point  indicated on figure  l(b)  occurs  near the exact  center 
of  this  zone. 

The majority  of  failures (74 percent 1 occurred  above  the  "critical 
zone"  (fig. 13) in  positions  of low. centriflqal  stress,  thus  indicating 
that  factors  in  addition  to stress rupture  contributed to the  failure. 
It  is  interesting  that all except  two of the  blades that failed  outside 
the  critical  zone  exbibited  fatigue  characteristics  at  the  fracture 
edges and a l l  the blades  that  failed in the  critical  zone  showed  stress- 
rupture  characteristics. 

A f'urther  indication  that  fatfgue  is  contributing  to  the  failure 
mechanism will be  evident from the  following  discussion.  In  figure 12, 
the  blade  failure  times  are  replotted  at  the  stress  levels  that  obtain 
at  the  location  of  the  failures.  (These levels may be  obtained From 
f'ig. l(a) .> The  stress-rupture  curves  shown  in  figure 12 were  obtained 
frm the  stress-rupture data specimens  cut frm blade  airfoils.  Based 
on any reasonable  extrapolation of the  stress-rupture  curves,  the  blade 
lives have been  reduced  by 70 to 90 percent of that  predicted f r o m  
stress-rupture  consideration alone. 

Preliminary  results f'ram a study  of  the  effects  of  vibratory 
etresses  in a tensile-fatigue  test on Inconel 550 are given in table 
VI. These  data  were  obtained  by  superimposing a vibratory  load of 
&LO, 700 psi (90 percent of the mean load) on a mean load of U-,900 psi 
at a test  temperature  of 1490° F. The  specimens  selected  were  obtained *om the  blades  of  this  investigation  and were identical to the  stress- 
rupture  specimens  shown  in  figure 3. 

The data indicate  that as much as 80 percent of the  stress-rupture 
life  can  be  lost  when a vibratory  load  is  applled to test  specimens of 
this alloy. This indicates  that  vibratory  stress is the predmnant 
contributing  factor  to the failure mechanism other  than  centrifugal 
stress. 

The degree  that  vibratory  stresses  reduced the life at  the point 
where most fractures  occurred (3 in. frcm the base) may be only of 
academic  interest,  however. On the  basis of stress  rupture  alone, 
the  blades  would have failed lower in  the a i r f o i l ,  in the  critical 
zone, long before  the  tLms.predicted for  the 3-inch location U s -  
cussed in the preceding  paragraph. For example,  the best group of 
blades (group 1) that had an average  life  in the engine of about 
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760 hours  would  have Biled by  stress  rupture  at  about loo0 hours in  the 
critical  zone.  Thus, f r o m  a gractfcal  vietrpoint,  the  reduction in  ac- 
tual  life was only of  the order of 25 percent. 

DISCUSSION 

operating  Life  of  Different Blade Ckoups 

The  blades  that  were  forged,  solution  trested, and aged  at high 
temperatures  (group 1; forged  at  2l5Oo F, solution  treated  at 2 E O o  F, 
and  aged  at 16W0 and E5500 F) performed  cmsiderably  better in the en- 
gine than the  blades of a l l  other groups,  including  the s-816 blades. 
Among specimens  given  the  stme  heat  treatments, a f o r m  tenperatme 
of 2150° P proved  superior  to a forging  temperatwe of 19500 F, as evi- 
denced  by  the  sugerior  performance of the  blades  of  group I relative  to 
the  blades  of group 4 . .  Among groups of blades forged at 2 E O o  F, the 
group solution  treated  at  2l5Oo F group 1) w-as defkitely superior to 
the  group  solution  treated  at 1950 6 F (group 3). Further evidence in- 
dicating  superiority of high-temperature  solution  treatment may be ob- 
tafned by comparing groups 4 t o  6 wLth groups 2 and 3. Groups 4 to 6 
solution  treated  at 21W0 to 21500 F are superior to grcnrps 2 and 3 
solution  treated  at 1950° F, even though groups 2 and 3 were forged 

that,  for  equal  solution-treating  temperature,  the  two  agFng  treatments 
appeared  to  yleld  equivalent  engine  performasce. 

- at a higher  temperature. A conparison  of  group 2 with group 3 shows 

The  blades that performed  best in this  investigation (paup I) had 
the  largest  grain  size and greatest  range  of grain eize, and specimem 
cut f’rm these  blades  exhibited  the  highest  stress-rupture  properties. 
Other  than  these  afferences, there appeared to be  nothing  that  would 
distinguish this grorzp of blades f i a m  all others. For exanfple,  there 
were no consistent trends in the  hardnesses  that c d d  explain  the  per- 
formance  of  the  various groups of  blades,  particularly of the  best 
group. Furthermore, 3t wa6 imgossible ta correlate engine performance 
of the  different  blade  groups  to  microstructure,  since, as has been 
noted,  consistent  differences i n  visible  microstructure f r o a n  blade  to 
blade or group to group were  not  observed. 

Elongation of Lnconel 550 Blades 

In past  investigations,  elongations  of  blades  during  engine  opera- 
tion were less than elongations  of  specimens  cut from blade  afrfoils  in 

ditions  of  stress and temperature. Examples may be  noted in the work 
- stress-rupture  tests when both  tests  were  conducted under similar con- 
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. 
of  reference 5, in  which  most of the 5-816 stress-rupture  specimens had 
elongations of the  order of 21 percent, mereas elongation  of  the  blades 
ranged from 4 to 12 percent. - 

The  reason  for  the  differences in elongation  between  blade  airfoils 
and  stress-rupture  bars may be  attributed to many factors. For example, 
it has been  reported  that  total  elongation of a test  specimen is de- 
creased when a superimposed  fatigue l& is  placed  upon  it  (refs. 4 and 
61, and it may be  assumed  that  the  vibrations  present in a blade  during 
operation  decrease  the  total  elongation. 

Ln this  investigation,  the  Inconel 550 stress-rupture  specimens 
showed  elongations  of 3 percent  or  more  (table II), but  blade  airfoils 
elongated  less  than 0.3 percent in engine  operation. In the  past, ma- 
terials  exhibiting  such  low elongations have  been  considered  too  brittle 
for  use.  However,  the  performance  of  Lnconel 550 blades Was sqerior to 
that of S-816 blades, uhich had  greater  ductiuty. Also, the  Lnconel 
550 blades  did  not fail frm impact of blade  fragments, as do certain 
cast alloys or inherently  brittle  materials such as cermets. 

Grain  Size 

The  concept  that  large-grained  structures  are  stronger than fine- 
grained  structures  at  high  temperatures has been partially verified in 
several  engine  tests  of cast alloys  of different grain sizes  (refs. 7 
and 8). For example,  in  engine  tests,  coarse-grained  blades of Stellite 
21 and of 73J were sqerior to  fine-grained  blades.  However,  to  obtain 
the  larger  grain  sizes,  it was necessary  to vary fabrication  methods. 
On the  other  hand,  there  is  evidence  (refs. 9 and 10) that  high- 
temperature  fatigue  properties  are  reduced with an increase in grain 
size. 

In this  investigation  the  differences Fn grain size between the 
vztrious  groups  (Pig. 8) were so small as to  preclude a detailed  cor- 
relation of engine performance with grain  size.  These small differ- 
ences in grain  size were not expected as results of the fabrication 
procedures  employed. For example,  based on preliminary  tests,  the 
law forging &d high solution-treating  tenqeratures  used  for grq 6 
were  expected  to  produce  germinated  ("elephant") grains. However, 
blades of this group did not exhibit  evidence of this  type of germi- 
nation,  but  had  grain  sizes  essentially similar to those of the  other 
€Taps  * 

Thls lack  of  grain-size  response to the different  combimtions of 
fabrication  procedure  and  heat  treatment may be  due to the  fact  that 
the  amount of cold-work  introduced by forging was not of' the  critical 
amount  necessary  to  promote  growth  of  huge  grains. 



< 
Significance of kdness Measurements 

As was pointed  out,  blades  solution'  treated  at 1950° or 2100° F 
(groups 2, 3, and 5) had higher  hardnesses than those  solution  treated 
at 2150° F. Hardness was not  influenced  by increasing the forging tem- 
perature 1450' to 2150' F. Thus, the hardnesses of groups 2 and 3 
(forged  at 2 E O 0  P} and group 5 (forged  at 1950° P) were the same, 
Rockwell C-33. The lowest hrdnesses were  assoclated  with  the  h€ghest 
solution  temperatures. If the aging treatments are assumed  to  be  essen- 
tially  equivalent, this trend in hardness  may  be  es@ained  by  the  fact 
that,  at high solution tmpemtures, the hardening elements may be dis-  
persed  in  the  matrix  in  such a manner  that  longer agbg times  are  re- 
quired to nucleate  precipitants. On this basis, the  lowest  hardness 
would  be  expected  for blades of s o u p  6 (solution  treated 4 hr at 
2150° F), and  this  proved  to  be the case. 

In regard to the influence of operating  tFme,  group 6 blades  in- 
creased in hardness, whereas blades af the  other five groups decreased 
in hardness with  increase fn operating  time. This increase in hardness 
of the  originally sof'test group  emphasizes the fact that  the.higher- 
temperature  solution  trea-tment  (presumably  obtained in this group} did 
not permit f u l l  hardem of the alloy at the aging temperature and 
aging  time  used. . 

SUMMARY OF RGSULTS 

This investigation was conducted to determine  the influence of 
forging  temperature and heat  treatments  upon  the  turbojet-engine per- 
formance of Lnconel 550. The foUowing results were obhined: 

1. The  best  engine  performance was associated  with a forging and 
solution  temperature  of 2150° P. Reducing  either  the forging or solu- 
tion  temperature to 1950° F reduced  the  blade life. However,  It  ap- 
peared  less clanaging to  reduce the forging  te.mperature to 1950' F, if 
the  solution  temperature was above 210O0 F, than  to  reduce  the  solution 
temperature  to 1950O F after forging at 2150° F. 

2. Blade Ufe of the best g r o q  ranged *om 450 to 857 hours, 
whereas  the S-816 stock  blades ran from 204 to 599 hours. 

3. Fatigue  characteristics  were  associated wtth almost all Inconel 
550 and S-816 blade  failures. 

- 4. Blade performance could not be  correlated  with grain size. How- 
ever,  best  perfomance m s  obtained earn the @youp of blades having the 
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largest  grains ahd greatest  scatter in grain size,  even though fatigue 
was associated with the  failures.  Both  fine and coarse  grains were 
found in  most  blades,  but no "elephant" g p d n s  were found. 

5. -ne  performance  could not be  correlated  with  the  microstruc- 
ture of the  alloy,  since  microstructural  differences frm blade to bhde 
and within a single  blade  were  greater than the differences among the 
various  groups of blades. ELcrostructures  after  engine  operation  seemed 
generally the same  as  before  operation.  The only differences  noted  were 
more  rapid  response  to  etdhssts  after  engine  operation  and  the  appear- % 
ante of depletion  zones in the  outer  surfaces of the  operated  blades. m 

Frl 

6. The  highest hardness of heat-treated bhdes was associated with 
a solution-treating  temperature  of l95Oo and 2100° F. Increasing  the 
degree of solution had a tendency  to  reduce  the  heat-treated hardness 
(the  hardness  af'ter aging) but  permitted gs increase Fn hardness to  oc- 
cur during engine  operation. 

Lewis Flight Propulsion Laboratory 
National Advisory Ccmnnittee for Aeronautics 

Cleveland, Ohio, June 15, 1955 
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TABLE I. - FORGING TEMPERATURES AND HEAT TREATPQENTS 

USED I N  PRODUCING INCONEL 550 TUR'BINE BLADES 

Fw3fng 

OF 
temperature,  

2150 - 

1950 

Solu t ion  Second aging ...... First ag ing  
. . . . . -. 

treatment 

Time, Temperature, Time, Time, Temperature, Temperature, 

t rea tment   t rea tment  

OF hr OF hr hr OF 

a 

bCoxnblnation of forging temperature   and  solut ion  t reatment  known t o  produce 
AMs heat t rea tment  for Incane l  X.  

germinated grains. . . . . . . . . ." - .~ . -  
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Er) 
t 

3 

Specimen 

~ ~ -~ 

3ar stock 

;roup 1 

2 

3 

4 

5 

6 

AND SPECIMENS TAKEN FROM BLADES 

T 

Life 
br 

130.5 

3.0 

29.6 

66.1 

68.2 

156.4 

30,000 

longa 
gage l e n g t h  

p e r c e n t  

~~ 

6.6 

1.6 

0 

0 

0 

6.2 

" 

. I  
1 

" 

t 

& 

Stress, psi  
1 

Life 
hr 

'320.0 

343.0 

- 

221 -5 

137 .O 

108.3 

392.7 

25, OOO 

CLOngatiorJin 
ga @;e l eng th  

percent 

3.1 

3.1 

3.1 

3.1 

1.6 

r 
Life, 
hr 

739.4 

629.8 
659.5 
806.7 

406.1 
522.3 
524.6 

265.6 
570.5 
574.5 

686- .9 
791.6 

463.8 
469.5 
642.7 

263.7 
557.6 

'622.6 

value obtained *om f i g  . 13. 
bNot determined - f ragment  m i s s i n g  From gage length. 

20,000 I 
:age l e n g t h ,  

p e r c e n t  

3.3 

3.1 
9.4 
(b 1 
3.1 
3 .I 
e .2 

l.€ 
18.8 
3.1 

0 
3.1 

3.1 
0 
3.1 

31.2 
1.6 
3.1 

1 

I 
'At stress for total of 638.6 hr - 16 hr at room t e m p e r a t u r e .  
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TABU IV. - GRAIN SIZE OF VARIOUS BLADE CROUPS OF INCONEL 550 

Time t o  Expected 

450 M e d i u m  to 
uniform 

186 F ine  t o  
medium 

245 Ffne t o  
medium 

290 I 
278 I C o a r s e -  

germinated 

Macr 0- 
gra in   s ize  
observed 

Medium t c  
large 

F ine  t o  
med ium 

Medium 

F i n e   t o  
medium 

F ine  t o  
c o m s e  

F ine  t o  
coarse 

A.S.T.M. 
g r a i n   s i z e  

L 

I 

I 

a 
Expected grain sfze based on past i n v e s t i g a t i o n s  of n i cke l -  
base alloys. 

b G r a i n   s i z e  based on A . S  .T.M. grain-size  numbers.  
F i r s t   v a l u e  - largest grains   found,   determined as a 

m u l t i p l e   o f  A.S .T.M. g r a i n   s i z e  number 1. 
Center   va lue  - s i z e  o f  most p r e v a l e n t   g r a i n s .  
Last va lue  - s i ze  of smallest g ra ins ,  - 



N 
0 

r 
I 

1 -- 31 31  31 29 -- 30.5 21  450.8 
2 -- 34 33 39 31 -- 33 24 186 .O 
3 -- 33 32.5 33.5 32.5 -- 33 26 235.6 
4 -- %9 21 290 .o 
5 -- 33.8 33.8 33.8 30.5 -- 33 25 416.0 
6 -- 25.5  22  22.5 20 -- 22.5  24.5 210.4 

%omrerted Pram Rockwell-A readings. 
bAverage of 10 readhgn over cross-sectional area. 

I 

. .  . .. . - . . . . 

Averageb 
h d n e e a a  

,f last fai led 
bladee, 
Rock-well C- 

26 
21 
25 
21.5 
25 
28 

!im to 
'ailwe, 
hr 

848.5 
708.2 
30 .5  
813 
660.0 
741.1 

Change in 
hardnese 
frcm 

heat-treatx 
to last 
failure 

-4.5 
-12 
-8 
-1.5 
-0 
-6 .5  
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TABLE VI. - TEXSm-FATIGUE DATA FOR INCONEL 550 

SPECIMENS AT 1490' F 

[Load of d0,700 psf superimposed on U, 900-psi 
mean load.} 

Approximate stress- 

i n  life, 11,9(30 p s i  stress, 
r educ t ion  rupture lFfe at 

Approximate 

hr percen t  

1 
2 
5 
6 

2056 .O 
551.7 
833.4 
961.3 

I 3Loq 
2300 
2500 
2500 

34 
80 
67 
62 

21 
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(a1 Stream end temperacure di~r ,r ibut lm.  

D tanae from b a a ,  in. 
3 

(b ) Stress -rupture l i f e .  

I 

. " 

m 

. .  

Figwre 1. - Stress  and temperature di$tribution In Inconel 
550 turbine blade at rated  speed and correspondjng s tress -  
rupture life of specimens cut from airfoils of group 1 
blades. "" 1 .,; , " .. " . . . . . - . . 

. . . .  

. .  
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N 

Leading 
edge 

Crit ical  
zone 

v 

I 

k 
?-t 

3 
+ 
2 

+ 
1 

Figure 2. - Location of scribe marks on convex s ide  of turbine blade 
f o r  use in measuring elongation. 
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I 
I 
I 
\ 
I 
\ 
I 
\ 
I 
\ 
I 
I 
I 

Trailing 
edge 

Figure 3. - Blade  stress-rupture specimen and zone from 
which it was machined. - .  
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C 
( a )  ,3416 blade nuPlb.er J. 

(b) 5-616 blade number 23. 

Flgure 5. - hlax imum elongation of Inconel 550 compared n i tn  elongatlon or S-81G. 

I 

c 

c 

. .. 

. .  
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t c 
d 
h 

(b) Precipitate in s l i p  p-s of mine in area8 that may 
have been cold-worked during forging. (Specimen taken from 
group 1 blade . )  

Figure 7. - MioroEFtructures frequently  observed in as-heat-treated kconel 550 
blades. Ettchant: 5 cc HF, x) cc glycerine, 20 cc Uatm; electrolytic. q50. 
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Front Back 
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Back 

(b) Group 1 blade, smalleat grain8 noted. 

Figure 8 .  - Continued. MacroGaia s i z e  of Inconel 550 blades. Etchant: 80 P e s  
concentrated HC1, 20 parts E202; immarsion. 
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C-38963 
Back 

(a) Group 2 blade, maI.1es-b grains noted. (Blade did not meet dimensions1 tolerance.) 
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Front 

(f) w i c a l  -in size of graup 4 blades. 

Back 

(Blade did not m e e t  dimwgional toleraPces .> 
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. Fropt Back 

Figure 8 .  - Continued. hcrograin size  of Inconel 550 blades.  Etchant: 80 par ts  
concentrated El, 20 perts E2OZ; inrmereion. 
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Front Baak 

Figure 8. - Continued. MBcrograin size of Incanel 550 blades. Btchant: 80 part0 
concentrated El, x) @e EzOz; hr&re ion .  



Front 
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Back 

Figure 8. - Continued. &ktcmppin size of Inconel 550 blades.  Etchant: 80 parte 
concentrated El, 20 parts %02; immersion. 



40 

. 
b 

I F r a r r f  Back 

(j) Group 6 blade, smallest graine noted. 
Figure 8. - Concluded. Ncrograin size of Inconel 550 blades. Etchant: 80 p a r t s  

concez~trated HC1, 20 parts %Oa; Immerelon. 
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C 
C 
c 
c 

Figure 9. - Continued. Micrograin size  of as-heat-treated ImosTel 550 in cross- 

sectional qecimene taken 2 3 inches above base platform of bhdee .  Etclaant: 

5 cc EF, 20 cc glycerine, 20 cc water; e l e c t r o m l c .  
1 6  
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,: (h) Large ~ p g F n  in trailing edge of group 5 blade. x100. 

(i) Average grain size  of group 5 blade. XLOO. 
Figure 9. - Cgtimred. Miucmgrain size of as-hest-treated Inconel 550 in -086- 

sections1  Bpecimens taken 2 E inches above base platform of bkdes. Etchant: 
5 cc HF, 20 cc gmerine, x) cc  water;  electrolytic. 

3 



46 

. 

(k) Finest; grain size occurring in Inconel 550 blades. 
(Specimen taken from group 6 blade. ) XlO. 

Figure 9. - Concluded. Micrograin size of as-heat-treated Wonel 550 in cross- 
sectional specimens Wen 2 E inches above base platform of blades. Etchant: 3 

5 cc EF, 20 cc glycerine, 20 co water; eledrolytlc. 
. 
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Rote intergramlar  aature of fa i lure .  
(Last two blades failed by fatigue a t  8 q . S  
hours a t   r a t e d  aped. )  IU.00. 

Failure origin of above specimen et w50. Section of failure-origin area showing inter- 
granular mture of fa i lure   propgat ion.  X'j'50. 

(E) -Up 1. 

Figure 10. - Microstructures of failure origfne of first and Last failed Inconel 550 blades 
operated in engfne under  cyclic  operating  conditions.  Etchant: 5 cc RE', 20 cc g l y c e r i n e ,  
20 cc water; electrolytic.  
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. 

Second failure  -.Fktigue  failure  occurring Iast fa i lure  - Fatigue  failure  occurring 

i n   t r a i l i n g  edge 3 1  inches above base plat- In leading edge 3~ inches above base plat-  
form a f t e r  277.6 hours at..rated speed. Note form a f t e r  788 hours a t  rated speed. Note 
depletion zone and penetration of Gain  depth of depletion zone and excessive 
boundary. (Specimen of first fai lure   lost ;  oxide generation of t r a i l i ng  em. XLOO. 
failure occurred by fat igue  af ter  186 hr a t  
ra ted speed.) ~100. . . . 

3 
32 

.1 . . . .  - 
. .  . -. . . . . . 

Failure  origin of above specimen a t  V S O .  Failure  origin of above at X750. Note 
Note oxide  penetration of depletion zone thickness of oxiae on failure face which 
and indications of fatigue a t  fa i lure-  indicates that separation  occurred  appreci- 
origin. ably M o r e  blade was considered  failed. 

(b) Group 2. 

Figure 10. - Continued.. .Microstructures of f a l l w e  wig48 of first a@ h E t  failed  Inconel 
550 blades-Operated in engine under cyclic  operating  conditions.  Etchant: 5 cc HF, 
20 cc glycerine, 20 cc  water; e lectrolyt ic .  
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First failure - Fatigue failure occurrhg in La& failure - Fa-8 occw~ing by Stress- 
leading edge 2- inches above base  platform  rupture  plus  fatigue in leading  edge 3 5  
after 235 hours at rated epeed. Rote inches  above bas0 platform  after 540 hour6 
depletion zgne and oxide  penetrations a 1 9  at rated speed. Note recrystallization in 
leading eage . X l O O .  depletion zone, oxide penetrations and 

stress-rupture tearing present in failure 

15 1 
16 

. ". - 

8" n o o -  

Failure origin of above gpecfmen at m0. 
Rote  oxide  penetration of grain boundary 
and presence of recrystallized gralns in 
depletion zone. 

(c) Group 3. 

Figure LO. - Continuea.  Microstructures of '  failure origins of first and last failed Inconel 
550 blades operatd-in engine under cycllc  operating  conditions.  Etchant:. 5 cc HF, - 20 cc  glycerine, 20 cc  water;  electrolytic. 
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First fa i lure  - Fatigue  failure  originating 
in l eading e- 3 inches above base platform 
after 290 hours st rated meed. X100. 

Last fa i lure  - Fatigue failure originating 
in leading edge 3- a c h e s  above base plat-  

form after q 0  hours a t  rated speed. Rote 
depletion zone  and oxide penetration along 
leading edge. XloO. 

3 
32 

Failure  migin of above specimen a t  g 5 0 .  
Note oxide penetrations and extent of 

boundaries  adjacent t o  fa i lure  path. 
deplethR Of leEdiQg edge and grain 

(a) G q  4. 

Figure LO:- Continued. Mcrostructures of fa i lure  orlgipepf f i r s t  and last fa i led  Inconel 
550 blades  operated in engine under cyclic  operating  conditions.  Etchant: 5 cc BF; 
20 cc  glycerine, 20 cc water; electrolytic.  
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First failure - Fatigue failure occurring in Last failure - Stress-rupture failure 
l eadhg  edge 3 inches above base platform 
after 416 hours at rated speed. FTote hesvy 
oxide on failure edge W o h  Indicated that and towards center of blade chordaim. 
separation o c m e d  appreciably before blade Rote atress-rupture tearing below failure 
failed. XlOO. dge.  xloo. 

occurrtng Z& lnches above base platform 

Fail-ure origin of above specimen at m50. Section of above failure edge st =So 
Rote recrystallization in depletion zone indicating intergranular nature of failure. 
and extent of oxide p e n e t r a f l m .  

(e) 5.  

Figure 10. - Continued. Wcrostructures of fatlure origins of first and last failea Inconel 
550 blades operated in engine under cyclic  operating conditions. Etchant: 5 cc Hp, 
20 cc glycerine, 20 cc vater; electromic. 
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First failure - Fatigue  failure occurring i n  
leadlng edge 3 inches ab- b e e  p l a t f o e  
after 278 hours a t  rated speed. Note 
depletion zone and oxide genetrations a loq  
l ead ing  edge. XlOO. 

h a t  failure - Stress  rupture fa i lure  
occurring in leading eUge 2% *he0 above 
base platform. i d  inch i n  *om edge. 
Bote  transgranular  tearing belm failure 
edge. Failure occurre€i a f t e r  747 hours a t  
rated epeed. n o o .  ,. 

. . . . - . - 

-. 

Section of above faflure edge at n50. 
Note oxide layer preegnt on failure edge 
and intergranular nature of failure. 

( f )  Group 6. 

Figure 10. - Concluded. Microstructures of failure o r i g l p s  of f&st and- Last failed Inconel 
550 blades operated in engFne under cyclic operating conditions.  Etcbsnt: 5 cc B, 
20 cc glycerine, 20 cc water; electrolyt ic .  
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NACA RM E55F08 - 

Figure 13. - Occurrence of failures in Inconel  550 w i t h  respect 
to blace l&ig%, Damage failures excluded. 
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NACA - Langley Fjeld, Va. 
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